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Dissolution of cinnabar (HgS) in the presence of natural organic matter
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Abstract—Cinnabar (HgS) dissolution rates were measured in the presence of 12 different natural dissolved
organic matter (DOM) isolates including humic, fulvic, and hydrophobic acid fractions. Initial dissolution
rates varied by 1.3 orders of magnitude, from 2.31 � 10�13 to 7.16 � 10�12 mol Hg (mg C)�1 m�2s�1. Rates
correlate positively with three DOM characteristics: specific ultraviolet absorbance (R2 � 0.88), aromaticity
(R2 � 0.80), and molecular weight (R2 � 0.76). Three experimental observations demonstrate that dissolution
was controlled by the interaction of DOM with the cinnabar surface: (1) linear rates of Hg release with time,
(2) significantly reduced rates when DOM was physically separated from the surface by dialysis membranes,
and (3) rates that approached constant values at a specific ratio of DOM concentration to cinnabar surface area,
suggesting a maximum surface coverage by dissolution-reactive DOM. Dissolution rates for the hydrophobic
acid fractions correlate negatively with sorbed DOM concentrations, indicating the presence of a DOM
component that reduced the surface area of cinnabar that can be dissolved. When two hydrophobic acid
isolates that enhanced dissolution to different extents were mixed equally, a 20% reduction in rate occurred
compared to the rate with the more dissolution-enhancing isolate alone. Rates in the presence of the more
dissolution-enhancing isolate were reduced by as much as 60% when cinnabar was prereacted with the isolate
that enhanced dissolution to a lesser extent. The data, taken together, imply that the property of DOM that
enhances cinnabar dissolution is distinct from the property that causes it to sorb irreversibly to the cinnabar
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1. INTRODUCTION

Interactions of mercury (Hg) in aqueous, particulate, and
mineral forms with dissolved organic matter (DOM) play im-
portant roles in controlling reactivity, bioavailability and trans-
port of Hg(II), in aquatic systems (Ravichandran, 2004). Sev-
eral investigators have proposed DOM complexation of Hg(II)
as a primary mechanism for the transport of mercury (Meili,
1991; Krabbenhoft and Babiarz, 1992; Driscoll et al., 1994;
Shanley et al., 2002) based on a strong correlation between
dissolved mercury and dissolved organic carbon (DOC) con-
centrations in ground, lake, and stream waters. The strongest
binding sites for Hg(II) on DOM are reduced sulfur functional
groups as determined from synchrotron X-ray absorption spec-
troscopic measurements (Xia et al., 1999; Skyllberg et al.,
2000; Hesterberg et al., 2001) and binding experiments (Benoit
et al., 2001; Haitzer et al., 2002; Hsu and Sedlak, 2003;
Lamborg et al., 2003). Weaker binding to oxygen functional
groups such as carboxyls (Reddy and Aiken, 2001) occurs only
at relatively high mercury concentrations, atypical of most
natural settings.

Formation of relatively insoluble solid mercury sulfides
(HgS), cinnabar or metacinnabar (Martell and Smith, 1998),
can inhibit Hg(II) methylation and bioaccumulation (Compeau
and Bartha, 1987), and immobilize mercury Hg(II) in sedi-
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ments. However, the presence of DOM enhances the solubility
and dissolution of cinnabar (Ravichandran et al., 1998), which
lessens the role of cinnabar in immobilizing Hg(II). DOM also
inhibits the precipitation of metacinnabar (Ravichandran et al.,
1999), which is conceptually consistent with the dissolution
enhancement. In contrast to the spectroscopic evidence that
reduced sulfur sites on DOM bind mercury most strongly,
enhancement of cinnabar dissolution appears to be correlated
with aromaticity, and not the sulfur content, of the DOM based
on a limited number of DOM samples from the Florida Ever-
glades examined by Ravichandran et al. (1998).

The interaction between DOM and cinnabar in both promot-
ing dissolution and enhancing aqueous Hg solubility contrasts
with observations of the interactions between humic substances
and metal oxides. Whereas strong binding of DOM to a dis-
solved cation generally accounts for the mobility of metals in
the aqueous phase of the natural environment, there is no
simple relationship between humic substances and oxide min-
eral dissolution rates despite the fact that low molecular weight
organic ligands tend to promote oxide mineral dissolution in
the laboratory (Hering, 1995). Furthermore, interactions of
DOM with oxide mineral surfaces also can remove DOM and
metals from solution via sorption (Jardine et al., 1989; Mc-
Knight et al., 1992) and inhibit solid dissolution and precipi-
tation (Hering, 1995). Processes that control sorption interac-
tions of DOM with mineral surfaces are complex with evidence
for hysteresis (Gu et al., 1994), different sorption affinities
(Davis, 1982; Jardine et al., 1989; Gu et al., 1995; Wang et al.,
1997), and competition among different DOM fractions (Ochs
et al., 1994; Gu et al., 1996).
We describe the results of experiments on the interactions of
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cinnabar with 12 samples of DOM obtained from a variety of
aquatic systems and having a wide range in chemical compo-
sition and reactivity. The goals were to quantify the rate of
cinnabar dissolution as a function of DOM composition and
determine the role of sorption of DOM onto cinnabar in the
dissolution mechanism. The results are important for under-
standing the dynamics of Hg-cycling in the environment, in-
cluding sites heavily contaminated with Hg such as at Oak
Ridge, TN (Barnett et al., 1997), sites that contain naturally
occurring or mined deposits of cinnabar (Covelli et al., 2001),
sites where cinnabar-containing sediments are transported to
organic-rich water bodies such as the Sacramento River and the
Sacramento-San Joaquin delta in California (Domagalski,
2001), and sites containing sulfide and atmospherically depos-
ited mercury, such as the Florida Everglades (Hurley et al.,
1998; Benoit et al., 1999; Krabbenhoft et al., 2000).

2. MATERIALS AND METHODS

2.1. Materials

Certified A.C.S. or trace-metal grade reagents and deionized (DI)
water (�18.0 M�; DOC � 0.2 mg C L�1) were used. Glassware was
cleaned with 10 wt% NaOH to remove DOM, and an aqua regia
solution (three parts concentrated HCl, one part concentrated HNO3,
and two parts water) to remove cinnabar and mercury, and then rinsed
at least 15 times with DI water.

Powdered cinnabar (HgSred), 99.5�% (Acros Organics), was soaked
in HNO3 (10% by volume) for 3 d and then rinsed with 100 mL aliquots
of DI water until a pH of 6 to 7 was measured for at least 10 successive
rinses. For each rinse, the mixture was stirred vigorously with a glass
rod and then left to settle for 2 min. Fine suspended particles were
removed by decanting. Cinnabar was oven-dried at 60°C and then
sieved (30–70 �m fraction) using Spectra/Mesh nylon filters. X-ray
diffraction (Scintag PADV powder diffractometer with graphite beam
monochrometer; Cu-K� radiation; 10° to 80° 2� at 2° 2� min�1) was
used to confirm mineral purity. A surface area of 0.23 m2 g�1 was
measured by BET N2 adsorption (Gemini 2360). Scanning electron
microscopy (SEM; ISI SX-30) showed particles of irregular shape
varying in maximum dimension from about 2 to 40 �m.

Table 1. Site descriptions f

Sample

Suwannee River Humic Acid (SRHA)
Suwannee River Fulvic Acid (SRFA)

Black water river dra
Southern Floodpla
Society standards.

Ogeechee River Humic Acid (OgRHA)
Ogeechee River Fulvic Acid (OgRFA)

Small river draining
types: Oak-Hickor

Coal Creek Fulvic Acid (CCFA) Small mountain strea
Fir Forest (Picea, A

F1 Hydrophobic Acid (F1HpoA) Eutrophied marshland
Vegetation domina

2BS Hydrophobic Acid (2BSHpoA) Relatively pristine m
Vegetation domina

Ohio River Fulvic Acid (OhRFA) Major river draining
Appalachian Oak F

Missouri River Fulvic Acid (MRFA) Major river draining
Northern Floodpla

Pacific Ocean Fulvic Acid (POFA) Sample collected from
matter.

Lake Fryxell Fulvic Acid (LFFA) Ice-covered lake in th
autochthonous sou

Williams Lake Hydrophobic Acid (WLHpoA) Seepage lake in north
(algae, bacteria, em
Natural organic matter (NOM) isolates in freeze-dried form were
obtained from a variety of environments (Table 1) using methods
described by Aiken et al. (1992). NOM isolates were characterized by
determining elemental composition (Huffman and Stuber, 1985), mo-
lecular weight by high-pressure size exclusion chromatography
(HPSEC) (Chin et al., 1994), specific ultraviolet (UV) light absorbance
(Weishaar et al., 2003), and by 13C-NMR spectroscopy (Wershaw,
1985) (Table 2). Select samples were examined for sulfur speciation
using X-ray absorption spectroscopy (XANES) (Vairavamurthy et al.,
1997) (Table 2).

Dried NOM isolates were dissolved in 0.01 M NaNO3 and the
solutions were adjusted to pH 6.0 (�0.2) using either NaOH or HNO3

while in contact with the atmosphere. DOC concentrations were deter-
mined using Oceanography International Model 700 and 1010 carbon
analyzers. UV light absorbance measurements were made with a
Hewlett-Packard 8453 spectrophotometer. Specific UV absorbance at
280 nm (SUVA280), an indicator of the degree of aromaticity (Weishaar
et al., 2003), was determined for each DOM isolate solution as:

�UV absorbance

DOC �� SUVA280 (1)

where UV absorbance is expressed as absorbance per cm of path length
and DOC concentration is in mg C L�1. Errors in SUVA280 values were
calculated using an error of �0.005 absorbance units for the UV
absorbance measurement and the standard deviation between duplicate
measurements for the DOC concentration. Values of SUVA280 for the
DOM solutions in 0.01 M NaNO3 were corrected for interfering ab-
sorbance (with a peak absorbance observed at 207 nm) from a solution
of 0.01 M NaNO3. Average values for SUVA280 errors were �0.0020
for solutions from the standard dissolution experiments and �0.0010
for solutions from sorption isotherm measurements using F1HpoA and
WLHpoA. The difference in errors is a function of the two different
instruments used for the DOC analyses.

2.2. Experimental Methods

2.2.1. Dissolution Experiments

In batch experiments, cinnabar was reacted with one isolate (stan-
dard dissolution experiment), two isolates (mixture experiment), or
prereacted with one isolate before reacting with a second isolate that
was added to or replaced the first isolate (prereacted mixture and
prereacted replacement experiments, respectively). Control experi-
ments also were carried out: pure water, 0.01 M NaNO3, 10 g L�1

tic organic matter isolates.
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HgS(s) in 0.01 M NaNO3, and DOM in 0.01 M NaNO3.
All experiments were conducted at 22 � 1°C in 125 mL glass



Table 2. Chemical characteristics of DOM isolates.a

DOM
C

(wt%)
H

(wt%)
O

(wt%)
N

(wt%)e
S

(wt%)
Ash

(wt%)
MWb

(Da)
Aliphatic I
(0–62 ppm)

Aliphatic II
(62–90 ppm)

Acetal
(90–110 ppm)

Aromatic
(110–160 ppm)

Carboxyl
(160–190 ppm)

Ketone
(190–230 ppm)

Reduced Sd

(mol% total S)
SUVA280

cL
(mg C)�1 cm�1

SRHAf 53.4 3.9 40.9 1.1 0.68 4.13 1399f 21.3 7.3 6.6 35.1 20.7 9.0 18.3g 0.0547
OgRHA 54.6 4.9 36.8 1.6 1.8 3.9 1906h 24.7 10.4 7.3 40.8 15.1 1.6 19.5 0.0528
OgRFAh 54.0 4.02 38.5 0.93 1.27 0.39 1021h 33.0 13.9 6.8 24.7 18.3 3.3 22.6 0.0289
CCFAh 52.8 4.5 38.4 0.95 0.7 1.23 1180i 34.7 8.1 1.6 28.0 23.1 4.5 15.7 0.0330
F1HpoAf 52.2 4.64 39.9 1.53 1.73 9.37 1031 33.1 8.9 2.3 25.4 23.1 7.2 28.7g 0.0309
SRFAf 54.2 3.92 38.0 0.72 0.35 0.19 1360j 35.0 10.1 5.0 22.9 21.3 5.6 16.6g 0.0301
2BSHpoAf 52.3 4.79 40.2 1.58 1.23 7.31 953 39.5 9.2 1.6 21.3 22.2 6.3 30.4g 0.0227
OhRFA 55.5 5.4 35.9 1.5 1.28 0.57 705k 33.6k 15.2k 5.6k 24.3k 19.3k 1.6k 22.4 0.0217
MRFAh 55.4 5.3 35.0 1.3 0.78 0.1 839l 40.0 11.9 4.5 20.4 18.8 4.4 19.6 0.0184
POFA 56.2 6.0 36.3 1.1 0.4 0.36 532h 56.9 13.4 1.2 7.3 19.5 1.6 12.5 0.0044
LFFAl 55.0 5.5 34.9 3.3 1.2 2.3 468 46.4 14.5 4.4 15.2 19.6 0 nd 0.0141
WLHpoA 52.7 5.2 36.6 1.7 0.72 2.98 772h 50.0 15.0 5.8 13.8 13.9 1.5 nd 0.0132

a Data sources identified by superscript next to DOM acronym, unless otherwise noted.
b Number-average molecular weight (Cabaniss et al., 2000).
c Values determined in this study according to Eqn. 1.
d Sum of thiol and polysulfide functional groups as obtained from XANES data (Vairavamurthy et al., 1997).
e Elemental concentrations are reported on an ash-free basis.
f Ravichandran et al. (1998).
g Ravichandran (1999).
h Y. Chin, Ohio State University.
i Chin et al. (1997).
j Chin et al. (1994).
k Data for this sample were unavailable; data taken from another OhRFA sample collected. July 1999.
l Aiken et al. (1996).
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Erlenmeyer flasks with ground-glass stoppers. Cinnabar was added
prior to the isolate solutions, after which the flasks were stoppered,
sealed with electrical tape, placed in thick foam containers, and rotated
end-over-end at 4 rpm on a rotator consisting of an electric motor and
wheel. Experiments were performed in triplicate, with a fourth control
flask containing only DOM solution. Four samples were taken from
each flask during the first 10 h of reaction. After 10 h, one of the
triplicate flasks was removed for analysis of DOM concentration and
not sampled again. Experiments beyond 10 h were completed in du-
plicate and sampled at 25 h. The pH was measured at each sampling
and adjusted, if necessary, to 6.0 � 0.2 with 0.01 M NaOH or HNO3.

Placement of the flasks in the foam containers blocked fluorescent
laboratory light (there was no sunlight) from the experiments. In a
separate test conducted to determine the potential for photooxidation of
DOM in the presence of NaNO3, a flask containing 10 mg C L�1 of
F1HpoA and 0.1 M NaNO3 was exposed to laboratory light on the
bench top for 15 d.

Flasks were removed from the rotator and the contents settled for 5
min before removing solution for analysis. For Hg analyses, 3 to 15 mL
of solution were extracted using a disposable polypropylene syringe
and filtered through a 0.1 �m PTFE membrane (Whatman Puradisc)
previously wetted with isopropanol (99.9%) and rinsed with 30 mL of
water. The first milliliter of filtrate was discarded. The filtrate was
oxidized with 15 mL of 5 wt% potassium permanganate and 8 mL of
5 wt% potassium persulfate at 90°C to convert all Hg to uncomplexed
Hg(II). Excess permanganate and persulfate were reduced with 6 mL of
12 wt% hydroxylamine chloride in 12 wt% sodium chloride. Hg(II)
was reduced to Hg0(g) with 5 mL of 10 wt% stannous chloride in 0.1
N sulfuric acid. Mercury content was determined using cold vapor
atomic adsorption spectrophotometry (CVAAS) (Buck Scientific
model 400A) with a detection limit of 0.05 �g. For the DOC and UV
absorbance analyses, conducted in duplicate, approximately 17 mL of
sample were removed with a polypropylene syringe and filtered
through a 0.1 �m Supor membrane (Pall Acrodisc). Sulfur released to
solution was not measured.

All dual isolate experiments were conducted using solutions of
Williams Lake (WLHpoA) and Florida Everglades F1 (F1HPoA) hy-
drophobic acids. In the mixture experiment, WLHpoA and F1HPoA
solutions were combined in approximately equal parts before adding to
the cinnabar. In the prereacted mixture experiments, 63 mL of a DOM
solution were equilibrated with cinnabar while rotating for approxi-
mately 2.5 h. After this equilibration step, a fresh DOM solution of
equal volume and concentration was added and the experiment contin-
ued. In the prereacted replacement experiments, 125 mL of a solution
containing about 10 mg C L�1 of either WLHPoA or F1HPoA equil-
ibrated with cinnabar while rotating for 2.5 h. After stopping and
allowing the cinnabar to settle for 30 to 40 min, the supernatant was
decanted through a 0.45 �m Millipore Durapore membrane HV filter in
a PTFE filter apparatus. Fresh DOM solution was then added to the
cinnabar to make a total volume of 125 mL and the experiment was
continued. Approximately 2% of the HgS was lost during decanting as
determined by mass difference on the dried filter. This corresponds to
a maximum decrease in surface area of 3.5%, assuming that all filtered
particles were 2 �m in diameter.

In all experiments, dissolved Hg was normalized to DOM concen-
tration, cinnabar surface area (0.23 m2 g�1), solution volume (0.125 L),
and cinnabar concentration (generally 10 g L�1). Cinnabar dissolution
rates (mol Hg (mg C)�1 m�2 s�1) were determined from the slopes of
linear regressions of normalized Hg concentration released versus time
including the point (0,0). The calculated uncertainty of the slopes
ranged from 2.1 to 14.2%.

2.2.2. Dialysis Experiments

Approximately 20 cm lengths of dialysis tubing composed of cellu-
lose ester membranes (15 mm diameter) with a molecular weight cutoff
of 1000 Da (Spectra Por) were rinsed three times and then soaked in
water overnight to remove the sodium azide storage solution. The
tubing was tied at both ends to form bags with volumes of 7 mL.
Interior solutions contained 20 mg C L�1 of the F1HpoA isolate. Both
interior and exterior solutions contained 0.01 M NaNO3 at pH 6.0

�4
(�0.2) and 5 � 10 M KBr. The KBr was added to facilitate transport
of Hg through the membrane (Haitzer et al., 2002). Three control
experiments were performed: one without KBr, one without DOM, and
one without HgS.

Cinnabar (1.0 g), DOM-free solution (93 mL), and the filled dialysis
bag were placed in a 125 mL glass jar with a PTFE-lined screw cap,
which was then rotated for up to 9 d. Interior and exterior solutions
were analyzed for Hg, DOC, and UV absorbance. Dissolved Hg was
measured with a cold vapor atomic fluorescence spectrometer
(CVAFS) (detection limit of 0.1 ng L�1) in the control experiments.
For this analysis, DOM and Hg were oxidized using a solution of 0.03
M potassium bromate in 0.2 M potassium bromide. Excess bromate
was reduced with a 1.35 M hydroxylamine hydrochloride solution.
Mercury(II) was reduced using 2 wt% SnCl2.

2.2.3. Sorption Experiments

The DOM sorbed to cinnabar in the standard dissolution experiments
was quantified as the difference in DOM concentration between one of
the triplicate flasks and the DOM blank after 10 h of reaction. Sorption
as a function of total cinnabar surface area was measured for the
WLHpoA and F1HpoA isolates using approximately 10 mg C L�1

solutions and cinnabar concentrations of 2 to 80 g HgS L�1 (0.46 to
18.4 m2 HgS L�1). Experiments were conducted as standard dissolu-
tion experiments and analyzed at 1 and 24 h. Sorbed DOM concentra-
tions were determined by difference with concentrations in blank
experiments lacking cinnabar. Sorption isotherms were measured for
F1HpoA and WLHpoA at concentrations from approximately 2 to 16
mg C L�1 onto 2.3 m2 L�1 HgS (10 g L�1 HgS) at pH 6.0 � 0.2. DOM
analyses were determined after 10 h for the F1HpoA isolate and after
23 h for WLHpoA. The amount of sorbed DOM was determined by
difference between experiments with and without cinnabar.

3. RESULTS

3.1. Dissolution Rates in the Presence of Single DOM
Isolates

Initial dissolution rates, calculated from data collected up to
10 h, varied by 1.3 orders of magnitude, from 2.32 � 10�13

mol Hg (mg C)�1 m�2s�1 in solutions of WLHpoA to 7.16
� 10�12 mol Hg (mg C)�1 m�2s�1 in solutions of Suwannee
River Humic Acid (SRHA) (Fig. 1; Table 3). Rates were linear
through 25 h of dissolution. The amounts of mercury released
(about 10�8 M Hg) were 12 to 13 orders of magnitude higher
than that for cinnabar in equilibrium with water (about 7

Fig. 1. Concentrations of Hg released from cinnabar exposed for 10 h
to 12 different DOM isolates. Concentrations are normalized to the
initial DOM concentrations (approximately 10 mg C L�1) and the total
surface area of the cinnabar (10 g HgS L�1).
� 10�20 M Hg) based on thermodynamic calculations and
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assuming stoichiometric dissolution. Mercury release was be-
low detection in all control experiments.

Dissolution rates correlate strongly with SUVA280 (R2

� 0.88), aromaticity (R2 � 0.80), and molecular weight (MW)
(R2 � 0.76) (Fig. 2, Table 4) of the DOM isolates. Aromaticity
is internally correlated with both molecular weight and
SUVA280 (Chin et al., 1994), therefore these three variables
were not cross-correlated. No relationship was observed be-
tween dissolution rate and total or reduced sulfur content.
Correlations of rate with SUVA280 and any other chemical
characteristic of the DOM are not significantly better than those
with SUVA280 alone (Table 4).

The release rate of Hg (mol Hg m�2 s�1) from cinnabar
increased with increasing F1HpoA concentration up to a
threshold value for the ratio of DOM concentration to cinnabar
surface area above which the rate was relatively constant (Ta-
ble 3, Fig. 3). The threshold ratios were 0.92 (9.3 mg C L�1

with 10 g L�1 HgS) and 0.93 (18.4 mg C L�1 for 20 g L�1

HgS). Rates expressed by normalizing to the carbon content of
the DOM decrease above the threshold value (Table 3).

3.2. Dissolution in Dialysis Experiments

In dialysis experiments designed to impede the contact of
F1HpoA with the cinnabar surface, only a small amount of Hg
was released from the cinnabar after 9 d. Interior Hg concen-
trations ranged from 1.77 � 10�8mol L�1 after 2 d to 5.65
� 10�8mol L�1 after 9 d in an experiment with 20 mg C L�1

F1HpoA and 10 g L�1HgS. Interior Hg concentrations were
almost two orders of magnitude lower than that measured (1.6
� 10�6 mol L�1) after 7 d in a standard dissolution experiment
using 20 mg C L�1. Exterior Hg concentrations (in the pres-

Table 3. Experimental conditions and cinnabar

Cinnabar concentration
(g HgS L�1) DOM

DOM concentr
(mg C L�1

10 SRHA 8.8
10 OgRHA 7.9
10 OgRFA 9.9
10 CCFA 9.9
10 F1HpoA 9.2
10 SRFA 9.6
10 2BSHpoA 9.6
10 OhRFA 10.4
10 MRFA 10.7
10 POFA 11.1
10 LFFA 9.2
10 WLHpoA 9.7
10 F1HpoA 2.3
10 F1HpoA 4.8
10 F1HpoA 7.4
10 F1HpoA 9.3
10 F1HpoA 18.3
10 F1HpoA 35.5
20 F1HpoA 5.3
20 F1HpoA 9.1
20 F1HpoA 14.0
20 F1HpoA 18.4
20 F1HpoA 36.8
20 F1HpoA 73.2

a Numbers in parentheses are 2 standard deviations.
ence of cinnabar) were small ranging from the detection limit
of CVAAS (3 � 10�10 mol L�1) to 2.70 � 10�9 mol L�1.
Both interior and exterior Hg concentrations were below the
detection limit in the three control experiments which lacked
KBr, DOM, or HgS. Minimal DOM was lost by diffusion
through the bag during the experiments. Dialysis bags with
DOM concentrations of approximately 18 mg C L�1 lost an
average of 0.6 mg C L�1(�4%), a value which did not change
after 2 d and could explain the measurable Hg concentrations
outside the bag.

3.3. Sorption of DOM to the Cinnabar Surface

The amount of DOM sorbed to cinnabar in standard exper-
iments ranged from 0.03 to 0.84 mg C m�2 (Fig. 4). The error
in these concentrations is relatively large (up to �0.16 mg C
m�2) because the standard deviation of duplicate DOC mea-
surements is high (between 0.02 and 0.39 mg C L�1). An
inverse relationship between the amount of sorbed DOM and
dissolution rate is indicated for the hydrophobic acids (Fig. 4).
The fulvic acids show no such relationship within error, but the
same trend is suggested if the Pacific Ocean fulvic acid
(POFA), the only isolate of marine origin, is not considered.
Within error, SUVA280 did not change significantly between
blanks and reacted samples (Fig. 5), with the exception that
SUVA280 for Ogeechee River humic acid (OgRHA) increased
after reaction. The amount of sorbed DOM for both FIHpoA
and WLHpoA increased disproportionately with increasing sur-
face area (Fig. 6) and DOM concentration (Fig. 7). The less
dissolution-enhancing isolate, WLHpoA, sorbed to a greater
extent than the more dissolution-enhancing isolate F1HpoA.
For the data shown in Figure 6, SUVA values did not change

tion rates in standard dissolution experiments.a

10 h dissolution rate
(mol Hg (mg C)�1 m�2 s�1)

10 h dissolution rate
(mol Hg m�2s�1)

7.31(0.16) � 10�12 —
7.12(0.28) � 10�12 —
5.19(0.18) � 10�12 —
4.43(0.27) � 10�12 —
4.15(0.30) � 10�12 —
2.94(0.06) � 10�12 —
2.18(0.08) � 10�12 —
2.08(0.30) � 10�12 —
1.39(0.08) � 10�12 —
1.32(0.16) � 10�12 —
6.05(0.05) � 10�13 —
2.76(0.02) � 10�13 —
4.89(0.25) � 10�12 1.12(0.06) � 10�11

5.27(0.47) � 10�12 2.53(0.23) � 10�11

4.16(0.12) � 10�12 3.08(0.09) � 10�11

4.12(0.29) � 10�12 3.83(0.27) � 10�11

2.05(0.11) � 10�12 3.75(0.20) � 10�11

1.14(0.05) � 10�12 4.05(0.16) � 10�11

4.75(0.36) � 10�12 1.26(0.10) � 10�11

4.21(0.57) � 10�12 1.92(0.26) � 10�11

3.86(0.21) � 10�12 2.70(0.15) � 10�11

4.00(0.38) � 10�12 3.68(0.35) � 10�11

2.30(0.13) � 10�12 4.23(0.23) � 10�11

1.19(0.07) � 10�12 4.36(0.24) � 10�11
dissolu

ation
)

280

within error (�0.001) as a function of time or surface area.
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3.4. Dissolution Rates in the Presence of Two DOM
Isolates

The dissolution rates of cinnabar in the dual isolate experi-
ments (Table 5) were distinct from rates estimated by linear
addition of rates in proportion to isolate concentrations. The
data in Figure 3 show a linear proportionality for F1HpoA
below a threshold ratio of DOM concentration to cinnabar
surface area and it was assumed that a similar proportionality
existed for WLHpoA. Measured dissolution rates were always
greater than the estimated rates for the mixture experiments and

Fig. 2. Dissolution rates vs. properties of the DOM isolates: (a)
SUVA280 values, (b) per cent aromatic carbon content, and (c) molec-
ular weight. F1HpoA and WLHpoA were used in the dual isolate
experiments. SRHA and SRFA are IHSS standards.
lower than the estimated rates for the prereacted replacement
experiments. Dissolution rates were always less than the mea-
sured rate in the presence of F1HpoA alone, except for the
prereacted mixture experiment in which F1HpoA was added
before WLHpoA, and the rate was unchanged.

The dissolution rate in the mixture experiment with a 1:1
ratio of WLHpoA and F1HpoA (approximately 5 mg C L�1 of
each) was 20% lower than the rate in an experiment with only
4.8 mg C L�1 F1HpoA (Fig. 8). In contrast, the rate for this
mixture was twice the value estimated based on adding 50% by
volume of each DOM each reacting at the rates given in
Table 3.

In the prereacted mixture experiment in which cinnabar was
exposed to WLHpoA before F1HpoA was added, the dissolu-
tion rate decreased by 43% compared to that in the F1HpoA
dissolution experiment (Tables 3 and 5, Fig. 9a). In contrast,
prereacting cinnabar with F1HpoA before adding WLHpoA
lowered the rate by only about 5% (Fig. 9b) relative to that in
the WLHpoA experiment, which is within the uncertainty of
the rate measurement. The rates in these two prereacted mixture
experiments also were higher than those estimated for the
corresponding simple mixtures, by factors of approximately 1.5
and 2.5, respectively.

In the prereacted replacement experiment in which F1HpoA
replaced WLHpoA, the cinnabar dissolution rate was 60% less
than the rate in experiments with F1HpoA only (Table 5, Fig.
10a). Replacing WLHpoA with fresh WLHpoA yielded the
same reduction in dissolution rate (by 58%) compared to the
rate in the experiment with only one added volume of
WLHpoA (Table 5, Fig. 10b). These results demonstrate that
the effect of WLHpoA in reducing the rate is reproducible and
independent of the replacement isolate properties. A 20% rate
reduction was observed when fresh F1HpoA replaced an equal
amount of the same concentration of F1HpoA (9.3 mg C L�1)
and a 42% rate reduction occurred when the concentration of
the prereacted F1HpoA (19 mg C L�1) was twice that of the
replacement F1HpoA (Fig. 10c). This indicates that the effect
on cinnabar dissolution rate is proportional to the concentration
of the isolate.

4. DISCUSSION

4.1. Qualitative Dissolution Model

We have shown that the cinnabar dissolution rate is posi-
tively correlated to three DOM properties: SUVA280, aroma-
ticity, and molecular weight. Results of the dialysis experi-
ments demonstrate that direct interaction between DOM and
the HgS surface is needed to promote the dissolution reaction.
Because it has been previously established that higher molec-
ular weight and more aromatic DOM sorbs preferentially to
oxide minerals (e.g., Meier et al., 1999), we inferred initially
that sorption of DOM with higher SUVA280, molecular weight,
and aromaticity caused the increased dissolution rates. How-
ever, we also observed that (1) DOM with lower SUVA280

sorbed in greater amounts to cinnabar, (2) dissolution rates for
the hydrophobic acids decreased with the amount of DOM
sorbed, (3) mixtures of two DOM isolates changed the disso-

lution rate in a manner that is not simply additive, and (4)
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prereacting cinnabar with one isolate decreased the dissolution
rate more than by mere mixing of that isolate with another.

To reconcile these observations, we surmise that neither
DOM isolate behaves homogenously with respect to the cin-
nabar surface. Certain components (for example, separate sub-
sets of molecules or specific functional groups) accelerate and
others slow the dissolution rate. Evidence for a surface inter-
action that increases the dissolution rate exists in the dialysis
experiment results that showed that surface contact is necessary
to enhance the amount of solubilized Hg. Evidence for a
surface interaction that slows the rate comes from the prere-
acted mixture and replacement experiments.

Table 4. Correlations between cinnabar dis

First
characteristic (x1)

Second
characteristic (x2) a

SUVA280 — 1.49 � 10
% Aromatic — 2.37 � 10
Molecular weight — 3.73 � 10
% Aliphatic I — �2.07 � 10
% H — �2.40 � 10
% Aliphatic II — �5.31 � 10
% O — 7.06 � 10
% Ketone — 4.19 � 10
% Acetal — 4.29 � 10
% N — �1.57 � 10
% S — 1.50 � 10
% Reduced Sb — 6.35 � 10
% C — �4.38 � 10
% Carboxyl — 8.32 � 10
SUVA280 % N 1.42 � 10
SUVA280 % O 1.40 � 10
SUVA280 % S 1.48 � 10
SUVA280 % Aliphatic I 1.62 � 10
SUVA280 % Aliphatic II 1.50 � 10
SUVA280 % Acetal 1.55 � 10
SUVA280 % Carboxyl 1.49 � 10
SUVA280 % Ketone 1.50 � 10
SUVA280 % Reduced Sb 1.42 � 10

a Rate in units of (mol Hg (mg C)�1 m�2 s�1)
b Percentage reduced S is relative to the total mass of DOM.

Fig. 3. Variation in dissolution rate with DOM concentration. Dis-

solution rate approaches a constant value at a threshold concentration
of DOM corresponding to 9.2 mg C (g HgS)�1.
In a hypothetical dissolution reaction, DOM components
sorb to the cinnabar surface and facilitate some change in
the coordinative environment of mercury causing the Hg-S
bond to break. Mercury is then removed to solution, possibly
as a Hg-DOM complex. The sites or functional groups that
bind Hg to aqueous DOM are distinct from those sites in
the DOM that participate in the rate-limiting step in the
dissolution mechanism. Simultaneously, other DOM compo-
nents sorb irreversibly to the cinnabar surface, alter the
surface in a way that reduces subsequent dissolution, and
cause the remaining DOM to have different bulk character-
istics.

rates and DOM chemical characteristics.a

elation equation: rate � ax1 � bx2 � c

R2b c

�7.91 � 10�13 0.88
�2.25 � 10�12 0.80
�9.40 � 10�13 0.76

1.10 � 10�11 0.76
1.49 � 10�11 0.46
9.36 � 10�12 0.40

�2.33 � 10�11 0.35
1.62 � 10�12 0.23
1.36 � 10�12 0.16
5.48 � 10�12 0.16
1.72 � 10�12 0.09
2.04 � 10�12 0.19
2.69 � 10�11 0.06
1.62 � 10�12 0.01

�6.03 � 10�13 2.53 � 10�13 0.90
1.27 � 10�13 �5.30 � 10�12 0.89
1.01 � 10�13 �8.68 � 10�13 0.88
1.96 � 10�14 �1.86 � 10�12 0.88
4.84 � 10�15 �8.64 � 10�13 0.88

�8.25 � 10�14 �5.86 � 10�13 0.88
3.42 � 10�14 �1.45 � 10�12 0.88
1.01 � 10�15 �7.86 � 10�13 0.88
2.98 � 10�14 �1.11 � 10�12 0.89
solution

Corr
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Fig. 4. Dissolution rates vs. the amounts of DOM sorbed to the
cinnabar after 10 h.
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4.2. Chemical Controls on the Dissolution Rate of
Cinnabar

Cinnabar dissolution rates varied by a factor of 26 in the
presence of DOM of different origins and this variation corre-
lates with SUVA280 of the DOM isolates. Ravichandran et al.

Fig. 5. SUVA280 values of the solutions in standard dissolution
experiments after 10 h compared to the values in the initial DOM
solutions. Measurements were not made on the MRFA and LFFA
isolate experiments after reaction.

Fig. 6. Amounts of DOM sorbed after (a) 1 h and (b) 24 h as a
function of the total surface area of cinnabar for the WLHpoA and

�1
F1HpoA isolates. Solutions contained 10 mg C L initially and
cinnabar concentrations ranged from 2 to 80 g HgS L�1.
(1998) showed a similar result for a limited set of hydrophobic
and hydrophilic DOM isolates from one sampling area in the
Florida Everglades. In the present study, a correlation with
aromaticity (R2 � 0.80) also was observed. Aromaticity is an
important indicator of DOM reactivity in a number of pro-
cesses. For example, high aromaticity increases binding of
pyrene (Gauthier et al., 1987), formation of chlorinated byprod-
ucts in wastewater (Reckhow et al., 1990), and sorption of
DOM to oxide minerals (e.g., Jardine et al., 1989; McKnight et
al., 1992; Wang et al., 1997). The correlation with molecular
weight (R2 � 0.76) also is consistent with studies of DOM
sorption to oxide mineral surfaces indicating that higher mo-
lecular weight fractions are adsorbed from solutions with low
amounts of DOM and/or during the early stages of sorption
(e.g., Meier et al., 1999; Chorover and Amistadi, 2001). Rav-
ichandran et al. (1998) did not observe a correlation between
the amount of Hg released from cinnabar after 7 d and molec-
ular weight, but reported a correlation with aromaticity for a
subset of their samples. The positive correlations with all three
properties in our study suggests that the high molecular weight
fraction also is highly aromatic and contains a large percentage
of components that absorb light at 280 nm, consistent with the
observations of Chin et al. (1994).

In contrast, neither total nor reduced S concentrations cor-
relate with dissolution rate despite the fact that reduced S sites
are important for binding Hg to organic matter in solution and
in soils (Xia et al., 1999; Skyllberg et al., 2000; Hesterberg et
al., 2001). This result agrees with the work of Ravichandran et
al. (1998). Thus, interactions of DOM at the cinnabar surface
resulting in dissolution do not appear to involve the strongest
DOM binding sites. Carboxyl or hydroxyl-bearing functional
groups were uncorrelated with the dissolution rates. Low cor-
relations also were observed with every other characterized
chemical property of the isolates. It is nonetheless possible that
multiple modes of interaction between DOM molecules and the
cinnabar surface may have synergistic effects that have not yet
been identified.

Cinnabar may dissolve in the presence of the DOM by

Fig. 7. Amounts of DOM sorbed as a function of the initial solution
concentration for the WLHpoA and F1HpoA isolates. Dashed curves
are fitted Langmuir isotherms used in an interpretive model of the
dissolution mechanism (see Discussion).
photocatalysis or oxidation by Fe(III). Photooxidative dissolu-
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tion is unlikely because the reactors were shielded from fluo-
rescent laboratory light for most of the experimental duration,
and there was no exposure to sunlight. The red cinnabar did not
change color to brown (Pal et al., 2003) or black (McCormack,
2000), both of which indicate a photocatalytic reaction at the
cinnabar surface. Also, photooxidation did not change the
SUVA280 values for F1HpoA solution exposed to laboratory
light for 15 d. Oxidative dissolution by Fe(III) can enhance the
release of Hg to solution from cinnabar (Burkstaller et al.,
1975). The Fe(III) content was not determined for all of the
DOM sources in Table 1. However, a conservative estimate can
be made to assess the likelihood of this mechanism. Fulvic and
humic acids from the Suwannee River contain �10 �g/g (be-
low detection) and 200 �g/g Fe, respectively (Taylor and
Garbarino, 1994). If all of this iron were soluble, maximum
concentrations would have been 4 � 10�9 and 7 � 10�8 mol
Fe L�1 for SRFA and SRHA, respectively, differing by a factor
of 20. The dissolution rate in the presence of SRHA is only 2.5
times, not 20 times, higher than that in the presence of SRFA.
Also, these maximum estimates of dissolved Fe are 2.5 to 4 orders
of magnitude below the Fe concentration required to release one
order of magnitude less Hg to solution from a similar amount of

Table 5. Experimental conditions and dissolu

Experiment
Prereacted DOM

(mg C L�1)a
Added DOM
(mg C L�1)

T
(m

Mixture F1HpoA (8.8)
WLHpoA (10.2)

Prereacted mixture WLHpoA (10.1) F1HpoA (9.8)
Prereacted mixture F1HpoA (9.8) WLHpoA (10.1)
Prereacted replacement WLHpoA (10.2) F1HpoA (9.3)
Prereacted replacement WLHpoA (10.2) WLHpoA (9.7)
Prereacted replacement F1HpoA (9.8) F1HpoA (9.3)
Prereacted replacement F1HpoA (19.0) F1HpoA (9.3)

a Measured concentrations in starting solutions.
b Measured concentrations at end of experiments.
c Calculated using final proportions of the two DOM isolates in ea

concentration.
d Normalized to the DOM concentration of F1 HPoA (approximate

Fig. 8. Normalized concentrations of Hg released from cinnabar (10
g L�1) exposed for 10 h to a mixture of equal amounts of F1HpoA and

WLHpoA. Mixture data are compared to those for F1HpoA alone at the
same total concentration.
cinnabar surface area in approximately 10 d by comparing to the
data reported by Burkstaller et al. (1975). Thus, oxidative disso-
lution by Fe(III) was probably not a major factor.

es for mixture and replacement experiments.

M
1)b

Measured dissolution rate
(mol Hg (mg C)�1 m�2 s�1)

Estimatedc dissolution rate
(mol Hg (mg C)�1 m�2 s�1)

4.19 � 10�12 d 2.1 � 10�12

3.02 � 10�12d 2.1 � 10�12

4.99 � 10�12d 2.1 � 10�12

1.66 � 10�12 3.6 � 10�12

1.16 � 10�13 2.8 � 10�13

3.29 � 10�12 4.2 � 10�12

2.40 � 10�12 4.2 � 10�12

riment and assuming a linear proportionality between rate and DOM

alf the concentration of the mixture DOM).

Fig. 9. Normalized concentrations of Hg released from cinnabar (10
g L�1) in prereacted mixture experiments. Negative times indicate the
prereaction interval. Positive times indicate reaction after addition of
the second DOM isolate. prereacted mixture data are compared to those
for F1HpoA alone at the same total concentration. (a) WLHpoA was
tion rat

otal DO
g C L�

9.5

10.2
9.7

10.9
10.7
10.8
11.5

ch expe
the first isolate and F1HpoA the second isolate. (b) F1HpoA was the
first isolate and WLHpoA the second isolate.
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4.3. Enhancement of Dissolution via Interaction of DOM
with the Cinnabar Surface

The linearity of Hg concentration with time indicates that
dissolution in the presence of DOM under far-from-equilibrium
conditions follows a zero order rate law, in which rate is a
function of specific reactive surface area. Results of the dialysis
experiments show that direct contact of DOM with the surface
is needed to cause dissolution. The substantially lower amount
of Hg observed outside of the dialysis bags at the end of these
experiments is likely a result of diffusion of smaller molecular

Fig. 10. Normalized concentrations of Hg released from cinnabar (10
g L�1) in prereacted replacement experiments. Data are compared to
those for F1HpoA alone at a concentration of 9.3 mg C L�1 in (a) and
(b) and concentrations of 9.3 and 19.0 mg C L�1 in (c). (a) WLHpoA
was the first isolate and F1HpoA the second. (b) WLHpoA was the first
isolate and WLHpoA the second. (c) F1HpoA was the first isolate and
F1HpoA, at concentrations of 9.3 mg C L�1 or 19.0 mg C L�1, the
second.
weight components of DOM outward where they could either
contact the cinnabar and cause slight dissolution or complex
with aqueous Hg released by cinnabar dissolution in the pres-
ence of KBr. Diffusion of a mercury-bromide or mercury-
bromide-DOM complex inward would explain the concentra-
tions measured from solutions inside the bags (Haitzer et al.,
2002), and is consistent with the observation that no detectable
Hg was observed in the control experiment containing DOM
and no KBr.

Other evidence that a surface sorption step drives cinnabar
dissolution is derived from the experiments that showed a
threshold rate was reached at a DOM concentration to cinnabar
surface area ratio of about 4 mg C m�2. This implies that above
some specific surface coverage, the dissolution-enhancing com-
ponent of DOM cannot promote dissolution because available
surface sites are filled. Dissolution can proceed only when Hg
is solubilized, freeing a new surface site for interaction with
another DOM molecule.

4.4. Slowing of Dissolution via Interaction of DOM with
the Cinnabar Surface

For the hydrophobic isolates, there appears to be a strongly
sorbed component that slows cinnabar dissolution because rates
declined with increasing amounts of sorbed DOM. The corre-
lation between decreasing rate and increasing sorbed DOM
provided the impetus to conduct the dual isolate experiments
using aliphatic-rich WLHpoA and aromatic-rich F1HpoA as
end-member samples (see Table 1). These isolates produced the
slowest dissolution rate measured (WLHpoA) and one that was
15 times faster. Thus, this set of experiments was designed to
provide some insight into the possibility of competitive sorp-
tion between the two isolates.

In the 50–50 mixture experiment, the observed rate was
twice as high as expected based on estimating 50% dissolution
by each isolate, but was reduced by only 20% compared to the
effect of F1HpoA alone, indicating that the two isolates acted
independently to cause dissolution and that the F1HpoA isolate
controlled the overall dissolution rate. The results of the pre-
reacted mixture experiments support this interpretation. These
experiments can be viewed as simple mixtures in which the
isolate added first was allowed to react for a longer time and
without any interference from the second isolate. When
WLHpoA was added first the measured rate was slightly less
than that when both isolates were premixed and then added.
When F1HpoA was added first, the measured rate was the same
as in F1HpoA alone within the uncertainty.

Prereacted replacement experiments differed from the prere-
acted mixture experiments in two ways. First the absolute
amount of the first isolate that was added in the prereacted
replacement experiments was twice that added in the prereacted
mixture experiments (125 mL of 
 10 mg C L�1 DOM
compared to 63 mL of the same concentration solution, respec-
tively). Second, most of the first isolate was removed before
adding the second isolate. In all cases, approximately 10–15%
of the first isolate remained in the final solution and so the
predicted rates were estimated assuming a mixture of approx-
imately 10–15% of the first isolate and 90–85% of the second
isolate. Interestingly, all four measured rates were less than the
estimated rates. This suggests that the initially higher ratio of

DOM to cinnabar surface area was significant in causing more
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interference with the dissolution-enhancing reaction. It is in-
ferred that the interference comes from relatively irreversible
sorption of components that prevented part of the cinnabar
surface from dissolving by interaction with aromatic-rich com-
ponents.

Removal of components that interfere with the dissolution-
enhancing reaction by sorption onto the cinnabar also is sup-
ported by results of two one-point standard dissolution exper-
iments that used recycled solutions of DOM. In these separate
experiments, 10 g L�1 cinnabar was reacted on the rotator with
a 9 mg C L�1 solution of F1HpoA and a 10 mg C L�1 solution
of WLHpoA for 20 min, after which the DOM solution was
decanted and filtered, and then reused in a new dissolution
experiment with fresh cinnabar. Recycled F1HpoA solution
released the same amount of Hg after 10 h of reaction, within
error, as fresh F1HpoA, but recycled WLHpoA released five
times the amount of Hg as fresh WLHpoA (equivalent to an
increase in rate of approximately 70%). This implies that the
F1HpoA solution did not change significantly after a short
period of interaction with cinnabar, but the WLHpoA solution
was altered. The change in reactivity of WLHpoA would be
consistent with rapid removal of dissolution-slowing compo-
nents by relatively irreversible sorption onto the cinnabar.

4.5. Nature of Dissolution-Enhancing and Dissolution-
Slowing Components of DOM

The dissolution-enhancing component is likely aromatic be-
cause faster dissolution rates correlate with higher aromaticity
of the DOM. This also suggests the highly aromatic component
must interact relatively rapidly with the cinnabar surface to
play a role in the dissolution mechanism. The hypothesized
dissolution-slowing component functions as a comparatively
irreversible sorbate, and is, by inference, deficient in aromatic
functional groups. In the dissolution experiments using
F1HpoA or WLHpoA with a ratio of DOM to surface area of
4.3 mg C m�2 (10 mg C L�1 DOM and 10 g HgS L�1)
SUVA280 values after 10 h did not change significantly from
the starting value (Fig. 5). This is consistent with fast sorption
of aromatic components, breaking of Hg-S lattice bonds, and
return of the aromatic components to solution.

The amount of Hg solubilized by F1HpoA can be used to
speculate on the nature of the dissolution-enhancing constitu-
ents of the DOM. Hg-release and DOM sorption data from the
standard dissolution experiment (i.e., after 10 h of reaction)
yield a ratio of dissolved Hg to DOM of 7.5 � 10�2 mol Hg
(mol DOM)�1 at this stage of reaction. This amount of dis-
solved Hg per mol of DOM is 15 times greater than the
estimated maximum concentration of reduced S binding sites
per mol of F1HpoA (
5 � 10�3 mol reduced S (mol DOM)�1;
Haitzer et al., 2002). This suggests that dissolution is unrelated
to direct binding between reduced S functional groups on the
DOM and charged sites on the cinnabar surface, which is
supported by the lack of correlation between reduced S and
dissolution rate. The surface interaction resulting in dissolution
may be, for example, a redox-sensitive reaction involving moi-

eties such as quinones.
4.6. Possible Role of Competitive Sorption during
Dissolution

We propose a dissolution model based on competitive sorp-
tion of dissolution-enhancing and dissolution-slowing compo-
nents. We assume that WLHpoA represents the dominant dis-
solution-slowing components and F1HpoA represents the
dominant dissolution-enhancing components. F1HpoA likely
contains little DOM that slows dissolution because the amount
of Hg released after 10 h of reaction did not vary significantly
in the single isolate, prereacted replacement (using F1HpoA
only), and one-point recycled solution experiments. On the
other hand, WLHpoA clearly has components that enhance
cinnabar dissolution, but because the dissolution rate was
slowed by up to 60% in the dual isolate experiments and
apparently enhanced by about 70% after recycling the solution,
WLHpoA must contain components that both slow the rate and
also sorb more permanently to the cinnabar surface.

If the rate-limiting dissolution reaction depends on DOM
sorption to the surface, the rate could be a function of the
fraction � of surface covered by the DOM (Laidler, 1987, p.
244–246):

rate � k� � k
Ke[DOMe]

1 � Ke[DOMe] � Ks[DOMs]
(2)

where rate is in units of mol Hg s�1, k is a rate coefficient (mol
Hg s�1), Ke and Ks are Langmuir adsorption constants (L (mg
C)�1) for the dissolution-enhancing and dissolution-slowing
components, respectively, and [DOMe] and [DOMs] are com-
ponent concentrations (mg C L�1).

Langmuir adsorption constants were estimated by fitting the
isotherm data in Figure 8 to

q � qmax

KDOM[DOMsolution]

1 � KDOM[DOMsolution]
(3)

where q is the adsorption density (mg C m�2), qmax is the
maximum adsorption density assumed to represent monolayer
surface coverage, KDOM is the adsorption constant (L mg�1 C),
and DOMsolution is the concentration of dissolved DOM (mg C
L�1). Values of qmax,F1 and KF1 were determined directly from
the fitted F1HpoA isotherm and equaled 0.14 mg C m�2 and
0.14 L (mg C)�1, respectively. For the WLHpoA isotherm, we
estimated a minimum qmax,WLat 0.6 mg C m�2 (a value just
above the highest measured points) and calculated an average
value of KWL � 0.29 L (mg C)�1, assuming Langmuir-like
behavior. True values of KDOM and qmax are equivocal because
the errors on sorbed DOM concentrations are relatively large,
and the isotherms do not show unambiguous plateaus. None-
theless, the general sense of the data is that WLHpoA sorbs
more strongly and to a greater extent than F1HpoA onto cin-
nabar.

Using the fitted Langmuir adsorption constant for F1HpoA,
a value for k equal to 2.26 � 10�12 mol Hg s�1 was obtained
using Eqn. 2 for the standard dissolution experiment with
[F1HpoA] � 4.8 mg C L�1 by setting the term for the disso-
lution-slowing component equal to zero. This k value was then
used along with Ke, Ki, and the concentrations of F1HpoA and
WLHpoA from the mixture experiment ([DOM ] � [F1HpoA]
e

� 4.4 mg C L�1; [DOMs] � [WLHpoA] � 5.1 mg C L�1) and
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the WLHpoA-prereacted mixture experiment ([DOMe] � 4.9
mg C L�1 and [DOMs] � 5.05 mg C L�1) to calculate their
rates. Because we don’t know the exact concentration and
identity of dissolution-enhancing vs. dissolution-slowing com-
ponents in the DOM, we recast the measured rates in units of
mol Hg s�1 by factoring out the concentration of F1HpoA,
assumed to contain nearly all dissolution-enhancing compo-
nents. Thus, the measured rates are 9.1 � 10�13 mol Hg s�1 for
4.8 mg C L�1 of F1HpoA; 6.6 � 10�13 mol Hg s�1 for the
mixture experiment; and, 5.3 � 10�13 mol Hg s�1 for the
prereacted mixture experiment using WLHpoA as the first
isolate and F1HpoA as the second isolate. For comparison,
calculated rates using Eqn. 2 are 4.5 � 10�13 mol Hg s�1 for
the mixture experiment and 4.9 � 10�13 mol Hg s�1for the
WLHpoA-prereacted mixture experiment. Model estimates are
70 to 90% of the measured rates. Measured rates are higher
than the calculated rates in accordance with the fact that dis-
solved WLHpoA also contains dissolution-enhancing compo-
nents. The rate coefficient in Eqn. 2 could be expanded to
include explicitly the observed dependence of rate on aroma-
ticity.

Analysis of the DOM components that appear to enhance
and slow dissolution as well as additional kinetics experiments
are needed to refine the applicability of this type of model. The
rates may be minimum rates because Hg(II) has been reported
to be readsorbed onto mercury-sulfides during oxidative disso-
lution (Burkstaller et al., 1975; Barnett et al., 2001). Perhaps
readsorbed Hg plays a role in selective adsorption of certain
DOM components.

In contrast to previous studies on oxides (Jardine et al., 1989;
McKnight et al., 1992; Gu et al., 1994, 1995; Ochs et al., 1994;
Wang et al., 1997; Meier et al., 1999; Zhou et al., 2001) and
elemental mercury (Ochs et al., 1994) that show preferential
sorption of more aromatic and larger molecules, our results
indicate that the less aromatic DOM is sorbed preferentially on
cinnabar (i.e., WLHpoA sorbs to a greater extent than
F1HpoA). Sorption of DOM on oxides is generally assumed to
occur through ligand exchange to hydroxylated sites, although
the multiplicity of ligand structures may control the extent and
strength of sorption (Hering, 1995). Metal sulfides may contain
sulfhydryl and hydroxyl surface sites that could be involved in
the surface interactions (Rönngren et al., 1991). However, this
contrast in behavior may be explained, for example, by the
sensitivity of a sulfide or mercury-containing mineral surface to
oxidation or reduction reactions influenced by the DOM. Op-
erationally defined DOM fractions, e.g., fulvic, humic, and
hydrophobic, represent mixtures of components, and because
sorption rates vary (e.g., Gu et al., 1995), attention needs to be
paid to specific molecular components of DOM in order to
understand fully how DOM affects mineral surface reactivity.

5. CONCLUSIONS

DOM from a variety of natural environments enhances the
dissolution of cinnabar to different extents, but always results
in dissolved Hg concentrations that are orders of magnitude
above those in equilibrium with cinnabar in pure water. In-
creased Hg solubility has important environmental implica-

tions. For instance, concentrations of methylmercury in aquatic
systems have been shown to correlate with total dissolved Hg
concentrations (Hurley et al., 1995).

Initial rates of dissolution are linearly correlated only to
SUVA280, aromaticity, and molecular weight of the DOM.
Initial rates are independent of the concentration of total or
reduced sulfur sites, indicating that direct binding of organic
sulfur to Hg is not a controlling factor in the dissolution
mechanism. The correlation with aromaticity suggests a role for
redox-reaction control of the dissolution mechanism.

Direct interaction between DOM and the cinnabar surface is
necessary for the enhanced dissolution. However, evidence for
relatively irreversible sorption occurring in parallel was derived
from dissolution rate experiments in which two DOM isolates
reacted with cinnabar either simultaneously or in sequence and
was supported by experiments using recycled DOM solutions.
The part of the DOM that remains sorbed during the experi-
ments is inferred to have lower aromaticity and contributes to
slowing overall dissolution rates. These results are consistent
with a model describing a reduction in cinnabar surface avail-
able for dissolution by simple coverage with sorbed DOM that
does not tend to enhance dissolution rates (Burkstaller et al.,
1975).
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